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3. Package 32 1bs. minimum per bag.

QUALITY CONTROL:

T™-1B  Viscosity, cc per 100 gm to give
6" diameter patty
TM-3A  Bond

FRODOOT TULTE I K-CFHAY BULLETIN NO: J-iﬁf;‘-;
DRYEALL T $E1LING TEXTURE DATE: (10/16/69)
PROCUCTY J Ka PAGE: 1
APFROVALS : R PRODGCING TLANT CANCELS: NEY
SEATTLE DATE:
BULLETIN - DESCRIPTIONM % POﬁNDS GALLONSE
442 Tale Westal 202 37,02 700 .
441 Tale H-C 10,58 200
220 Limestune ~ Whiting F1.73 - €00
_F_446 Titanrox RCHTX 7.93 150
040 Asuestos 7DU4 5,29 100
079 Cellosi%e TJC .23 10
084 Casein 2,64 5C
022 Ammonium Oxalate .53 10
026 Ammonium Pentaborate .69 13
506 Zinc Oxide .16 3
216 Hydrated Lime .16 3
074 Burnt Umber - 2 oBs
453 PMA 20SEP .10 2
- Styrene Aggregate 2.64 50 100 cufd
TOTAL 100,00 1891
E&NUEACTURING INSTRUCTIONS:
1. OSee Process Bulletin No. J-4.
2. Dry blend for a minimum of 12 minutes, »

185 to 210 cc
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Fqual to Standard

KG2000778




